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The Application of Titania(TiO ) Powders which Regenerated from Paint Wastes2

The S P S M Sintered Compacts Made of Titania PowderswhichRecovered from PaintWastes
Spark Plasma Sintering Method

Msakazu KOBAYASHIandSEIYUKAI
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TiO2 C Fe Si Al V Mg
91.8 0.061 0.29 0.89 2.66 0.03 0.17
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34.3MPa 3.99 3.88 3.76 3.64
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34.3MPa 4.04 4.10 4.11 4.13
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5 Hv 0.5
900 1000 1100 1200

34.3MPa 998 771 743 638

6 Hv 0.5
900 1000 1100 1200

34.3MPa 780 744 741 732
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